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AASHTO T 209.................WAQTC FOP for AASHTO T 209 
AASHTO T 224.................WAQTC FOP for AASHTO T 224 
AASHTO T 248.................WAQTC FOP for AASHTO T 248 
AASHTO T 255.................WAQTC FOP for AASHTO T 255/ T 265 
AASHTO T 265.................WAQTC FOP for AASHTO T 255/ T 265 
AASHTO T 267.................ATM 203 
AASHTO T 275.................WAQTC FOP for AASHTO T 166/T 275 
 

 
 
 
SPECIAL PROVISION  02/05/04 
ES 05 (2002) 
 

SECTION 106 
 

CONTROL OF MATERIALS 
 
 
106-1.03 TESTING AND ACCEPTANCE.  Add the following: 
 
When the specifications refer to the following test methods, use the corresponding test method shown.   

 
REPLACE TEST METHOD:   WITH TEST METHOD: 
WAQTC FOP for AASHTO T 89/T 90 ...........WAQTC FOP for AASHTO T 89 and 

WAQTC FOP for AASHTO T 90 
WAQTC TM 1  ..............................................WAQTC FOP for AASHTO TP 61 
WAQTC TM 4  ..............................................ATM 405 




