Section XXX

SECTION 508

WATERPROOFING MEMBRANE
Standard Modifications

508-2.01 MATERIALS.  In paragraph titled Membrane Material, remove the text:  "Approved Products List" and replace with:  Qualified Products List

E36-012707

Sect 508: CR5081.E36


Related Sect/Sp:  





Do not use the Bridge Department's provisions – not included here, without the Proj Manager's and Construction Engineer's approval.
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