Section XXX

SECTION 701

HYDRAULIC CEMENT
Special Provision

701-2.03 GROUT.  Add to end of last sentence:

from specimens made according to WAQTC TM 12.

CR7011-081210

Sect 701: CR7011


Related Sect/Sp:  





CR7011 replaces E30.  ATM 507 is discontinued.
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