Section XXX

SECTION 301
AGGREGATE BASE AND SURFACE COURSE

Special Provision

301-3.03 SHAPING AND COMPACTION.  Replace the 1st sentence with:
The maximum density and optimum moisture will be determined by ATM 207 or ATM 212.
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