Section 611

SECTION 611
RIPRAP
Special Provisions
611-2.01 MATERIAL. Replace the first paragraph with the following:
Evenly graded stones that are hard, angular, and have no more than 50 percent wear at 500 revolutions as determined by AASHTO T 96.  Apparent specific gravity will be determined by ATM 308. Use stones with breadth and thickness at least 1/3 of its length. Do not use round boulders or cobbles on slopes steeper than 3:1.
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