Section 550

section 550
commercial concrete
Standard Modification
550-2.02 COMPOSITION OF MIXTURE – JOB MIX DESIGN.
Add the following to the first paragraph of 1.Submittals.

Submit the JMD on Form 25D-203.

HSM20.25-123121
CRXXX-MMDDYY
Section 550: HSM20.25	Related Sect/Sp: 501, 503, 604, 609, 614, 660, 661, 662, 668, 669, and 712.


	Apply to all projects with work related to Section 550
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