Section 608

section 608
sidewalks
Standard Modification
608-3.01 CONCRETE SIDEWALKS.
Add the following after the ninth paragraph:

The Engineer will test the finished surface with a 10-foot straightedge. Variations of more than 1/4-inch from the edge of the straightedge across or along the sidewalk surface, except at grade changes, are unacceptable. Portions of the sidewalk surface and pedestrian ramps less than 10 feet in width or length may be tested using a shorter straightedge.
HSM20.10-113020R
Sect 608: HSM20.10-113020R	Apply to all projects with work related to Section 608. CR608 incorporates HSM20.10.


Related Sect/Sp:  401/CR401, 550, 608/CR608.1.2, 703/CR703.1
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