Section 702

SECTION 702
ASPHALT MATERIALS
Standard Modification
702-2.03 EMULSIFIED ASPHALT.
Replace item 1. with the following:

1.
Cationic Emulsified Asphalt. Meet AASHTO M 208, except CRS-2P meet AASHTO M316.
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