Section 703

SECTION 703
AGGREGATES
Standard Modification
703-2.10 POROUS BACKFILL MATERIAL.
Add the following to the end of the paragraph:

Use Gradation A unless otherwise specified.
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Apply to all projects with work related to Section 703
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